
 ( QPET 70 ( Fiber Grade

Property      Specs Test Method 

IV (dl/g)  ±0.05 ASTM D 1238 

Bulk Density (kg/m³)   900 ± 50  BQ/QC-03 

Particle Size (pcs/g)  50-60  BQ/QC-04 

Moisture < 0.4 % ASTM D 6980 

Dust < 0.1 % BQ/QC-05 
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BARIQ FOR TECHNO & ADVANCED INDUS. CPC 
industrial compound, 4th industrial area 6th 
October City, Giza Egypt 

Product Specifications 

Recycled Polyethylene Terephthalate (PET) Resin 

Food grade additive is used to enhance color values (Anti Yellow with optical brightener) 
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